Chemicals: Formaldehyde - Heptane

@ Excellent = Recommended Good = Recommended @ Fair (limited life) ® Not Recommended
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20/ 68| A A|A|A[A|A]A 20| 68 ClA| X[ X[ X
20104]| A|AAA[AA]A Furan 40/ 104 X | A
Formaldehyde | | 60/140| C | B | A [ B |[A|A|A CH = CH 60| 140
HCHO 80/176 BIX|A[A|A i ~o0 80/176
100|212 A CH = CH~ 100|212
120|248 A 120|248
20/ 68| A|A|A[A[AIB|A 20068/ X [ X [ C|B|A[B|A[X
40(104]| A|A A A|A 40]104 x| BlAalB|A
Formaldehyde 50 60/140| C | B| A| B | A Furfural Pure 60| 140 CIA|C|A
HCHO 80/176 B| X| A C4H30CHO 80/176 X | A B
100|212 A 100|212 A
120|248 A 120|248 A
20 68| A | A|A|A[A|X]|A[X 20] 68] X | X A|A|lX]|C]|X
40104/ BB |[B|A|A A Furfuryl 40/ 104 AlA
Formic Acid 9o | 60140 X [ X [ X [A[A A Alcohol bure |_60/140 B | A
HCOOH 80/176 AlA A 80/176 X | A
100212 B| A CaH3OCH20H 100212
120|248 cla 120|248
20] 68] A AlA[B[C]|X 20] 68 AlA | A|AlA
40]104] A AlA 40/ 104 B | A
Freon F-11 60/140] A AlA Gallic Acid 60140 cl A
CClgF 80/176 AlA CeH2(OH)3COOH 80/176 X | A
100|212 AlA 100|212 A
120248 AlA 120|248 A
20] 68] A AlA[B[B]|C 20] 68] B CIA|A|B|X]|B
40]104] A AlA 40[104] B X| AlAlB B
Freon F-12 60/ 140] A AlA Gasoline 60140 AlAlB B
CClyF; 80|176 Al A - Regular* 80176 Al A
100|212 AlA 100|212 A
120248 AlA 120|248 A
20| 68] X A|lA|C|C]|X 20| 68| B C|A|A|B|X]|B
40| 104 AlA|X 40]104] B x| AlA
Freon F-21 60| 140 AlA Gasoline 60140 Al A
CHCIoF 80/176 AlA - Sour 80/176 AlA
100|212 AlA 100|212 A
120/ 248 AlA 120|248 A
20] 68] X AlA[X[B]|X 20 68| A|A|A | A|AIlA | A|A
40| 104 AlA l104l Al AalAalAlAAlA]|A
Freon F-22 60140 AlA _ 60[140| A|A A A[AlA]A]A
CHCIF, 80/176 AlA Gelatin & Glue 80[176 AlA|AIAIAlA B
100|212 AlA 100|212 AlA|lA
120/ 248 AlA 120|248 AlA
20] 68| B A|lA|B|X]|X 20/ 68/A|A|AIAIAIALA]A
40104 AlA Glycerol s0l104 ATAATAlA[AlA]A
Freon F-113 60140 AlA (Glycerine) pure | 60[140 A [A A A[A[A[A
CCIF,-CCloF 80/176 AlA Chon 80/176 AlAlAlAlA
100212 Al A sHs(OH)s 100212 AlA
120248 AlA 120248 AlA
20] 68| B AlA|A[C|B 20| 68 ABIAIAIALA
40104 AlAalA 40/ 104 Al x| A
Freon F-114 60140 Al A Glycolic Acid Satu 60140 Al X | A
CCIF2-CCIF, 80(176 Al A HOCH,COOH 80|176 X | A
100|212 AlA 100|212 A
120248 AlA 120248
Fructose 20/ 68| A A|A|A[AIA|A|A 20 68| A|A|A|A|AIA|A|A
CH, OH ao[10a] ALA[A[A[ALATATAL wlial AlAalAalAlAAlA]lA
| 60140 A |A|A|A[AIAIA|A 60[140| A |A|[AA|AlA[A]A
co 80/176 A|lA|A|A|lA| B |Ethylene 80[176 B A|lA|[AlA[A]A
(CHOH)3 100|212 AlA A Glycol) 100|212 AlA|A
CH, OH 120|248 AlA 120248 AlA
20] 68| A AlAIA|A|A 20] 68] A AlAIAIAIX]A
40]104] A AlAlAlAlA 40]104] A B|A|A|A
o 60/140| A AlAlAlAlA Heptane 60/140| B clalala
Fruit Juice Pure 5176 AlA[A[A]lA CH3(CH2)sCHs3 80176 AlA
100|212 AlA 100|212 Al A
120248 AlA 120248 AlA

*For Premium grade Gasoline, a special Buna-N elastomer is
recommended over Viton. Consult Chemline.



